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ZHIYUE INTERNATIONAL CO., LIMITED

Certification Of Analysis
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REIEH P
F= 4R /Product —HitE5 HfB, Powder
AF=#t5/Number ZY-B-20221020-01
Z+¥1 30 H /Analysis Project Impurity element content
4y #1751/ Analytical Technique Inductively Coupled Plasma/Elemental analyzer
Chemical
. Test Standards Test Result
composition
B =10.70 10.80
Cc <0.10 0.05
(0] <0.5 0.43
Zr <0.5 0.48
Fe <0.1 0.04
Ti <.0.005 0.002
Test Result
Cr <.0.005 0.003
Ni <.0.005 0.002
Si <.0.005 0.005
Si <.0.005 0.001
Mn <.0.005 0.004
Ca <.0.008 0.006
A . D50<<22um
particle size D95<<40um
D95:<<40um
Test conclusion @%ﬂ{b
- . N
Testing Department Quality Testing Department
Inspector:
Testing Date 2022-10-26
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